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SECTION 02440 - JOINT MATERIALS

(Follow all instructions. If there are no instructions above a subsection, paragraph, sentence, or bullet, then include them in the project. The specifications may be modified to include project specific specifications, but all additions, deletions, or modifications must be sent to the ODOT Technical Resource and State Specifications Engineer for review and approval.)

Comply with Section 02440 of the Standard Specifications modified as follows:

02440.19  Steel Bridging Plate - Replace this subsection, except for the subsection number and title, with the following:

Furnish ASTM A36 steel bridging plate with a minimum thickness of 1/4 inch and a width of 8 inches, cut in lengths of 4 to 8 feet. Drill spike holes at 12 inch centers along the centerline of the plate.

02440.20  Preformed Joint Seal - Replace this subsection, except for the subsection number, with the following:

02440.20  Strip Seal - Furnish strip seals from the QPL and conforming to ASTM D5973. 

Add the following subsection:

02440.22  Preformed Compression Joint Seal - Furnish preformed compression joint seals from the QPL and conforming to the requirements of AASHTO M 297.

Add the following subsection:

02440.23  Precompressed Foam Silicone Joint Seal - Furnish precompressed foam silicone joint seals from the QPL.

02440.30  Hot Poured Joint Filler - Replace this subsection with the following subsection:

02440.30  Hot Applied Joint Sealant - Furnish hot applied joint sealant from the QPL.

02440.40  Gaskets for Concrete Pipe and Precast Manhole Section Joints - Replace this subsection, except for the subsection number and title, with the following:

(a)  Preformed Flexible Joint Sealant - Furnish Materials for tongue and groove or key lock manhole joints conforming to the requirements of ASTM C990.

(b)  Rubber Gaskets - Furnish Materials for O-ring manhole and concrete pipe joints conforming to ASTM C443.

02440.70(b)  Rubber - Replace this subsection, except for the subsection number and title, with the following:

Provide rubber water stops to the dimension shown and conforming to the requirements of ASTM C923, ASTM C1478, or ASTM F2510 as appropriate for the specific structure and pipe types.
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