SP02190  (2018 Specifications: 04-01-19)

[bookmark: _GoBack]SECTION 02190 - PRESERVATIVE TREATMENT OF TIMBER

(Follow all instructions. If there are no instructions above a subsection, paragraph, sentence, or bullet, then include them in the project. The specifications may be modified to include project specific specifications, but all additions, deletions, or modifications must be sent to the ODOT Technical Resource and State Specifications Engineer for review and approval.)

Comply with Section 02190 of the Standard Specifications modified as follows:

[bookmark: _Toc482900543]02190.20  Drying After Treatment – Replace the sentence that begins “When using waterborne preservatives…” with the following sentence:

When using waterborne preservatives, dry items according to AWPA T1, Section 7.


[bookmark: _Toc482900544]02190.30  Field Treatment – Replace this subsection, except for the subsection number and title, with the following:

Field-treat cuts, abrasions, bolt holes, drilled surfaces or any other damaged wood surfaces according to AWPA M4, Section 6 with a preservative from the QPL.
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